
Group 6: Molybdenum and Tungsten (& Seaborgium) 
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Figure 6.1  Metal structures of the 2nd and 3rd row transition metals 

 
 

 

                              
 

Figure 6.2  Crystal structures of MoS2 (left) and WO3 (right). 


